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Abstract. Seasonal changes in tropical regions could cause variations of soil water content,
especially in clay soil. Furthermore, there is a significance difference in shear strength between
wet and dry clay soil which depends on the plasticity index and the percentage of fine
aggregates. Laboratory experiments were conducted to investigate the effect of the plasticity
index and the percentage of fine aggregates in clay soil on soil shear strength changes due to
water content variation. Soil samples were obtained from five locations in Surabaya City,
Indonesia. The soil characteristics were tested in a laboratory to obtain the initial water content,
Atterberg limits, specific gravity, and soil size distribution. The next stage was drying the soil
samples. Each one was stored at room temperature to reach the determined soil weight. The
shear strength of the soil in nitial and drying conditions was determined by an unconfined
compression test. The results indicated that the lower the moisture contents of soil, the greater
the shear strength of seil, and vice versa. Soil shear strength changes up to 52 times within the
range of 36% to 72% of moisture content The results also show that the value of shear strength
variation depends on the plasticity index and the percentage of fine aggregate.

Introduction

Seasonal changes in tropical regions like Indonesia can cause variations in soil water content. In clay
soils, these conditions affect the shear strength in the active zone, where groundwater fluctuations
occur. During the rainy season, there is an increase in groundwater level, whereas it decreases in the
dry season. Variation in water content in active zone will cause changes in soil characteristics and this
change affects the shear strength of clay-bound soil [1-4].

The behavior of clay soil due to variations in water content should be considered so that the
foundation can be designed properly and does not cause any damage to the building’s structure. One
important thing to note is the penetration of water into the 1, which can increase the soil’s water
content and reduce soil shear strength significantly [5-8]. In this reseffBh. a scries of laboratory
experiments were conducted §{f understand the impact of variations in water content on the shear
strength of clay. In addition, this study also investigated the effect of plasticity index values and the
percent of fine aggregate on shear strength changes in clay soils due to seasonal groundwater
fluctuations.
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2. Water content variation on clay

Clay is a soil with particles that are smaller than 0.002 mm. Clay particles are very fine and flat in
shape. Moreover, clay is very hard in a solid state but when the water content increases, it has a plastic
state. At higher water content, clay is sticky and very soft [9-10].

Clay with a groundwater level is generally in a saturated condition in which all soil voids are filled
with water. However, in soil layers where groundwater fluctuations occur, variations in water levels
can occur. The soil layer in the active zone can be in unsaturated conditions and its physical and
mechanical characteristics can change. Groundwater fluctuations occur in the active zone is as shown
in figure 1.

A
\/ Highest ground water table

S

Active
zone

S/ Lowest ground water table

Depth

Figure 1. Active zone.

Changes in water content in the active zone greatly affect the shear strength of clay and thuffits
ability to support the foundation above. Water content has a significant effect on changes in soil
cohesion. When water content increases, soil cohesion decreases. An increase in water content can
change the distance betw@h soil particles, which is followed by a decrease of bond strength between
soil particles. DecreasinJbond strength results in a decrease in cohesion and the loss of shear strength
in clay-bound soil. In a previous study, it was shown that soil cohesion in the dry season reached four
times higher than soil cohesion in the rainy season. For example, cohesion was 149 kN/m? in the dry
season, while in the rainy season, cohesion decreased to 37 kN/m? [1].

3. Research methodology

This research begins by determining the area of soil sampling in the Surabaya City area. Soil samples
were obtainfll from five separate locations in East and South Surabaya. Soil samples were taken
undisturbed using a Shelby tube with a diameter of 7 cm at the depth of the active zone, which is about
one meter from the ground surface. The soil sample in the tube was then immediately covered with
wax or plastic at the top and bottom to prevent changes in moisture content. The soil sample was then
carried to the laboratory for soil testing. The next research stage was to conduct laboratory testing of
soil samples taken frofffhe field.

Laboratory testing was conducted to determine the physidfJand mechanical characteristics of the
soil. Some physical characteristics tests were done to identify soil samples, which were taken fffim the
field. Several laboratory tests were conducted to determine the soil’s physical characteristics such as
water content, consistency index (liquid limit and plasti§fimit) and specific weight. In addition the soil
s tested to determine its mechanical characteristics in order to obtain the value of the soil’s shear
strength parameters. In this study, the mechanical parameter of the soil was represented by undrained

(5]
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shear strength. The undrained shear strength value was obtained from the results of the unconfined
compression test.

Physical and mechanical characteristics tests were carried out on two variations of soil moisture
conditions. The first condition was the initial condition, represented by the undisturbed soil sample
taken from the field. The second condition was the drying condition in which the soil samples
underwent a drying process with a moisture content of about 10%, 20%, 30%, 40% and 50% of the
initial moisture content. The drying processes were not conducted inside an oven, but by placing soil
samples in free air. This was done to avoid damage to the arrangement of the particles of each soil
sample, until it reaches the desired moisture content. Water content variations carried out in the
laboratory were used to simulate soil conditions in the field at the depth of the active zone.
Determination of variation moisture content was adjusted to the actual moisture content variations that
occur in the field throughout the year. The water content variation interval that occurs throughout the
year was obtained from secondary data in the form of soil testing results at the Soil Mechanics
Laboratory, Petra Christian University.

4. Result and analysis
Physical characteristics testing of the soil was carried out on all soil samples taken from the five

locations in Surabaya. The results of these tests are shown in table 1.

Table 1. Initial Soil Characteristics.

Water Specific Liquid Plastic Plasticit Fine
No Location Content Gp . Limit Limit Ind y Aggregates
(%) Y () (%) naex (%)
I Makarya 72,46 2,61 103,44 22,56 80,88 82.41
2 Siwalankerto 61,09 2.63 104,15 43,10 61,06 91,92
3 Kertomenanggal 02,28 2,64 99,04 41,23 57.81 93,92
4 Krian 74,17 2,66 9351 40,81 52.71 96,42
5  Keputih 111,85 2,58 117,32 28,37 88,95 76,52

As a basis for determining the water content variation that occurs throughout the year, secondary
data was collected from the Soil Mechanics Laboratory, Petra Christian University. Secondary data
was soil moisture content data taken from several locations in East and South Surabaya throughout the
vear. The water content data used in this study was determined at a depth of about 1 to 2 meters below
ground level. The variation in water content obtained throughout the year is shown in figure 2, where
the value of water content ranges from 36% to 72%.
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Figure 2. Water content variation in several locations in East and South Surabaya during a year.
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Based on the water content variations that occur in the field, similar variations were applied to the
soil samples taken from the field. The variation in water content was carried out in the form of a
reduction in soilhoisture content of 10%, 20%, 30%, 40% and 50% of the initial moisture cont§F}
The variation in water content on unconfined compressive strength of the soil in the fjg locations can
be seen in figure 3 to figure 7. The results of the variation in water content shows th§jthere was a
significant change in unconfined comprdfBve strength of the soil. The results showed that the shear
strength increases with a decrease of soil water @ntent. As the water content of the soil sample reduce
there was an exponential increase in the soil’s unconfined compressive strength, especially when the
soil water content approached the plastic limit value. This phenomenon is caused by the soil changing
from the plastic phase to the semi-solid phase.

From the variations in water content carried out on the soil samples, the equations relationship
between changes in water content and unconfined compressive strength were obtained. These
equations are expressed in a graph with a value R? greater than 0.95 (figure 3 to figure 7).
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Figure 4. Changes in unconfined compressive strength due to water content variation at Siwalankerto.
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Figure 5. Changes in unconfined compressive strength due to water content variation at
Kertomenanggal.
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Figure 6. Changes in unconfined compressive strength due to water content variation at Krian.
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Figure 7. Changes in unconfined compressive strength due to water content variation at Keputih.

The equations from figure 3 to figure 7 could be applied to make strong predictions of soil at a
certaff] water content value. Based on the range of water content variations obtained throughout the
vear as shown in figure 2, where the value of water content ranges from 36% to 72%, unconfined
compressive strength in each location as the water content changed from 36% to 72% could be
predicted as shown in table 2.

3
Tableg Changes in unconfined compressive strength (UCS) based on water content variation in
several locations at East and South Surabaya along during a year.

o Fines Initial Watl_til?g:l:tcnt Wdtlilc goal:tcnt Changes

Location ~ "oSuelty Aggregate ucs 22 % 60 inUCS

(%) (kg/em?) (kg/em?) (kg/em?) ( times )
Makarya 81 82,41 0.15 0.17 3.57 21.33
Siwalankerto 61 91,92 0.33 0.19 4.88 25.53
Kertomenanggal 58 93,92 0.04 0.08 297 36.60
Krian 53 96,42 0.10 0.13 6.66 52.46
Keputih 89 76,52 0.05 0.63 543 8.67

In five locations of soil sampling, each location has a separate plasticity index value, which
influences the magnitude of changes of unconfined compressive strength in the soil. Figure 8 shows
that along with a decrease in the plasticity index value, the soil’s unconfined compressive strength will
be greater. This is caused by a change of water content in the soil with a smaller the plasticity index
value; soil phase conditions become possible to immediately change from plastic conditions to semi-
solid conditions and vice versa. Soil with a small index of plasticity shows a short range between the
liquid limit and the plastic limit so that unconfined compressive strength changes significantly when
changes in water content occur in the soil.
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Figure 8. Relationship between plasticity index and changes in UCS.

In addition, each location at the five soil-sampling locations has a variation percentage of fine
grains, The percentage value of fine grain can affect the magnitude of the unconfined compressive
strength chang@F@at occurs in the soil. Figure 9 explains that along with the increase in the percentage
of fine grains, the unconfined compressive strength change will increase. In the range of changes in
water content of 36%, clay soils with a percentage value of fine grains of less than 80% had a change
in unconfined compressive strength of up to eight times. Clay with a percentage value of fine grains of
moffithan 95% undergoes a change of unconfined compressive strength in the soil of up to 50 times.

The higher the percentage value of fine grains, the higher the clay content of the soil. This was due
to the fact that the clay was formed from soil particles that could absorb water. Clay behavior was very
susceptible to addition or reduction in water content. Some clay was very sensitive to interference, so
there would be a change in the value of shear strength due to the disruption of the original structure of
the soil.
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Figure 9. Relationship between fine aggregates and changes in UCS.
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Figure 10 and figure 11 show the relationship between the percentage of fine aggregates and
specific gravity and the plasticity index. The increase of specific gravity caused by increases in fine
aggregates was due to the specific surface of soil particle increasing so that the soil weight also
increased compared to the unit weight @f water. Otherwise, increasing the percentage of fine
aggregates was followed by a decrease of the plasticity index. Generally, increasing the percentage of
fine aggregates was followed by an increase in the plasticity index [11] but in this study, the decrease
of plasticity index was due to the soil consisting of a higher percentage of silt particles compare with
clay particles. The silt contents were almost half of the percentage of the fine aggrepates.
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R?=0.9519
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Figure 10. Fine aggregates and specific gravity relationship at five locations.
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Figure 11. Relationship between fine aggregates and plasticity index.

5. Conclusion
Based on the series experiments, data analysis and interpretation of several graphics above,
the conc.lusions of this research are:
13
1. When the soil water content approaches the plastic liff}. there was a significant increase in
unconfined compressive strength. From this study, the relationship between unconfined
compressive strength and water content was expressed in the form of equations with R*
greater than 0.95.
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In the same range of water content changes, which was approximately 36%, in clay soils with
a plasticity index of about 90, unconfined compressive strength changes about eight times.
Whereas in clay with a plasticity index value of around 50, unconfined compressive strenfggh
changes in the soil reached 50 times The relationship between the plasticity index (PI) and the
unconfined compressive strength change of soil (Aqu) in this study could be expressed in the
equation Aqu = 0.0322PI°-5.528PI + 249.71 with the value R* = 0.86.

In the same range of water content changes, which was equal to 36%, clay soils with a
percentage value of fine grains less than 80% underwent unconfined compressive strength
changes in the soil eight times. When clay had a percentage value of fine grains of more than
95%, changes in unconfined compressive strength reaffled fifty times. The relationship
between the percentage of fine grains and the changes of unconfined compressive strength of
soil (Aqu) in this study can be expressed in the equation y = 0.0297e"Y76 with the value R? =
0.9, where:

- X = percentage of fine grains

- v = unconfined compressive strength change (Aqu)

Acknowledgement 21
The author would especially like to thank Michael Henry Goenawan and Joedy Harto Pinasto

for helping and supporting the process of data collection in this study.

References

[1] Yalein A 2011 A Geotechnical Study on the Landslides in the Trabzon Province, NE, Turkey
Applied Clay Science 52 11-19

[2] Muntaha M, Soemitro R A, Noor E and Indarto 2010 Characteristics of Tropical Residual Soils
in Arjasa Jember of East Java Int. J. Academic Research 2(5)

[3] Shayea N A 2001 The Combined Effect of Clay and Moisture Content on the Behavior of
Remolded unsaturated Soils Engineering Geology 62 319-342

[4] Indarto 2008 Drying and Wetting Cyclus against Foundation Failure Proc. of HATTI Seminar,
Bandung

[5] Tjandra D, Indarto and Soemitro R A A 2015 Effect of Drying-Wetting Process on Friction
Capacity and Adhesion Factor of Pile Foundation in Clayey Soil Jurnal Teknologi 77(11)
145-150

[6] Tjandra D, Indarto and Soemitro R A A 2015 Behavior of Expansive Soil under Water Content
Variation and Its Impact to Adhesion Factor on Friction Capacity of Pile Foundation Int. J./
of Applied Engineering Research 10(18) 38913-38917

[7] Tjandra D, Indarto and Soemitro R A A 2013 The Effect of Water Content Variation on
Adhesion Factor of Pile Foundation in Expansive Soil Civil Engineering Dimension J. 13(2)
114-119

[8] Tjandra D, Indarto and Soemitro R A A 2014 The Influence of Water Content Variations on
Friction Capacity of Piles in Expansive Soil Int. J. of ICT-aided Architecture and Civil
Engineering 1(1) 31-40

[9] Bowles J E 1984 Physical and Geotechnical Properties of Soil (New York: McGraw-Hill, Inc.)

[10] Das B M 1999 Principles of Geotechnical Engineering (Califoria : PWS Publishing)

[11] Polidori E 2007 Relationship between the Atterberg Limits and Clay Content Soil and

Foundations Japanese Geotechnical Society 47(3) 887-896




The shear strength alteration on clay soil considering the
plasticity index and the percentage of fine aggregates in

tropical climate regions

ORIGINALITY REPORT

15, 10 o A

SIMILARITY INDEX INTERNET SOURCES PUBLICATIONS STUDENT PAPERS

PRIMARY SOURCES

www.thefreelibrary.com

Internet Source

3%

www.semanticscholar.org

Internet Source

2%

e

Kai Cui, Shupeng Fan. "Indoor direct shear
and uniaxial compression testing of polymer-
modified silt", Cluster Computing, 2017

Publication

2%

Submitted to South Dakota Board of Regents

Student Paper

2%

Mousa F Attom. "The effect of compactive
energy level on some soil properties"”, Applied
Clay Science, 1997

Publication

T

docplayer.net

Internet Source

(K

=

S.Y. Liu, D. W. Zhang, Z. B. Liu, Y. F. Deng.
"Assessment of Unconfined Compressive

T



Strength of Cement Stabilized Marine Clay",
Marine Georesources & Geotechnology, 2008

Publication

E d-nb.info 1
Internet Source %
n Chan, . "Material behaviour", Soft Soil <1
. . . %
Engineering Proceedings of the Fourth
International Conference on Soft Soil
Engineering Vancouver Canada 4-6 October
2006, 2006.
Publication
ertambangan.fst.uinjkt.ac.id
IFr?ternet Source g J <1 %
repository.untad.ac.id
InteﬁletSourcey <1 %
Dalan Liao, Yusong Deng, Xiaogian Duan,
: . . <l%
Chongfa Cai, Shuwen Ding. "Variations in
weathering characteristics of soil profiles and
response of the Atterberg limits in the granite
hilly area of South China", CATENA, 2022
Publication
Shou-gin Zhong, Mang Zhong, Chao-fu Wei, <1 o

Wei-hua Zhang, Fei-nan Hu. "Shear strength
features of soils developed from purple clay
rock and containing less than two-millimeter
rock fragments", Journal of Mountain Science,
2016

Publication



V Phani Kumar, Ch. Sudha Rani. "Prediction of <1
. : L %
safe bearing capacity for settlement criteria
using neuro-fuzzy inference system for Clayey
soils", IOP Conference Series: Earth and
Environmental Science, 2022
Publication
era.library.ualberta.ca
InternetSourcey <1 %
www.publish.csiro.au
InternetSEurce <1 %
Fusheng Zha. "Behavior of expansive soils <1 o
stabilized with fly ash", Natural Hazards, ’
12/2008
Publication
oa.upm.es
InternetF;ource <1 %
"Proceedings of GeoShanghai 2018 <1 o
International Conference: Multi-physics ’
Processes in Soil Mechanics and Advances in
Geotechnical Testing", Springer Nature, 2018
Publication
D Tjandra, H Sugiharto, | Buntoro, P S <1 o

Wulandari. "Potential damage to residential
building due to adjacent surcharge fill loading-
case studies in Surabaya, Indonesia", IOP



Conference Series: Earth and Environmental
Science, 2021

Publication
ejournal.unira.ac.id
Internet Source <1 %

Exclude quotes On Exclude matches <5 words

Exclude bibliography On



